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摘  要

石墨烯是近年来应用较为广泛的材料，它的碳原子以sp2杂化方式排列，是一种类似于蜂窝状的薄膜材料。CoFe2O4独特的尖晶石结构使得它在光吸收等方面表现出优异的性能，从而广泛应用于催化降解、太阳能吸收器等领域。
……………
关键词：石墨烯；铁酸钴；复合材料；光催化；降解
Abstract

Graphene is a widely-used material in recent years. Its carbon atoms are arranged in sp2 hybrid, which is a honeycomb-like material. The unique spinel structure of CoFe2O4 makes it shows excellent performance in light absorption and other fields, and is widely used in catalytic and degradation, solar absorber and so on.

……………
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第一章 前言

1.1 引言

从2005年以后，石墨烯逐渐被人们所熟知。由于石墨烯层内的存在着含有π键的电子，这会导致石墨烯的载流子迁移率非常高[1]，同时又具有非常大的比表面积[2]，这为石墨烯这一新兴材料与其他材料复合作为前提保障。
...........

1.2石墨烯简介

1.2.1石墨烯概述

   石墨烯的本质就是单原子层石墨，厚度仅仅只有头发丝的1/2×105，是目前已经发现的实际上存在得到最薄、质量最轻的材料。在石墨烯的结构内，碳原子排列有序规范，这使得它十分柔韧，能承受的强度非常大，不会轻易断裂，因此也是世界上最柔韧的材料。它的碳原子以sp2杂化方式存在，微观结构看上去类似六角形，它与碳纳米管、富勒烯的结构非常相似，都可以看做是由碳的单原子层经过卷曲之后而形成的。如图1.1所示，单层碳原子弯曲后卷成球状便成为了富勒烯，弯曲卷成管状后便成为了碳纳米管，舒展成片状堆叠起来便成为了石墨烯。
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图1.1 富勒烯、碳纳米管和石墨的微观结构图
………
第二章 试验部分

2.1试验药品和仪器

2.1.1试验药品

  在本论文的研究过程中，所用到的试验药品如表2.1所示。
表2.1 实验中所用到的样品名称和制造厂家
	名称
	生产厂家
	纯度

	石墨粉
浓硫酸
KMnO4

双氧水
BaCl2

十六烷基三甲基溴化铵
Co(NO3)2·6H2O

Fe(NO3)3·9H2O

十二烷基苯磺酸钠
无水乙醇
氨水
	成都市科龙化工试剂厂
上海苏懿化学试剂有限公司
上海苏懿化学试剂有限公司
上海苏懿化学试剂有限公司
宿州化学试剂厂
上海阿拉丁生化科技有限公司
上海麦克林生化科技有限公司
上海麦克林生化科技有限公司
上海凌峰化学试剂有限公司
国药集团化学试剂有限公司
国药集团化学试剂有限公司
	分析纯
分析纯
分析纯
分析纯
分析纯
分析纯
分析纯
分析纯
分析纯
分析纯
分析纯


…
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第四章 结论

    对不同条件下制备出的6组样品分别进行分析，得出的结论如下：
………
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